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Polarized neutron diffraction and neutron spin echo have been employed to investigate the low-temperature
(T<2 K) magnetic correlations in the frustrated magnet, MpO,. Several studies have reported a phase
transition at 240 mK, however, the low-temperature phase is still under debate. It has been reported that
Yb,Ti,O; enters a frozen ferromagnetic phase, however, studies of the spin dynamics suggest otherwise. Our
results conclusively rule out a frozen ferromagnetic state and confirm that the majority of the spin system
continues to fluctuate below 240 mK.
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Frustration, a condition in which competing interactionsconfirmed in their neutron powder diffraction, where no ex-
cannot be universally satisfied, is common in biology, chemtra Bragg intensity was reported below 0.24 K. Recent
istry, and physicd:> Notable examples are protein folding, single-crystal neutron diffraction by Yasait all® has re-
neural networks, and glasses, however, they are not well unrealed extra Bragg scattering below 0.24 K from a static
derstood. Magnetic systems offer many examples of frustraferromagnetic state, albeit with a reduced moment ofid.1
tion, and one distinct class that has been studied extensiveffhe latter two studies motivated our investigations.
over the past decade geometrical frustratioff where the Neutron spin echgNSE) directly measures the interme-
spatial arrangement of atonigeometry competes with the diate scattering functior§(Q,t), which contains information
other interactions between atomic spi@xchange, dipole, on both spatial and temporal spin correlations. NSE has been
local anisotropy, etg. used in the past to study magnetic systems including spin

Theoretical arguments for antiferromagnetically coupledglasse¥ and has recently been shown to be an ideal tech-
spins with both discrefeand continuoussymmetries on a nique for studying the spin dynamics in geometrically frus-
lattice based on triangles have been discussed for some timgated system&-19The data obtained from such experiments
More recent work® also suggests that these systems do nofre very sensitive to fluctuating spins with dynamics faster
enter a long-range Néel state but possess strong, short-rangfan ~1078 s, thus making it a probe of spin dynamics at
spatial correlations at finite temperatures. In reality, suchelatively long times.
magnets are particularly rare since, like the chemical lattice,
the magnetic moments in materials usually freeze into or-
dered, or sometimes disordered, structures at a finite tem
perature.

Ytterbium titanate, YBTi,O-, is an insulator that crystal-
lizes into the cubic pyrochlore structdreith the lattice pa-
rametera=10.0261) A at room temperaturésee Fig. 1101t
was believed to order just above 0.2'Kwhere a sharp
anomaly in the specific heat was observed. Hodgfeal 12 -
used Mdéssbauer spectroscopy to investigate the crystal fiels
scheme and determined that the ground-state Kramers dot
blet was separated by 620 K from the first excited state, pro-
ducing an easy plane anisotropy. They also found the effec:
tive paramagnetic moment to be 3(8hug.

In a detailed magnetization study, Bramwetlal 13 found
a Curie-Weiss temperature of 0(39 K, indicative of weak
ferromagnetic coupling, and a free ion moment of
3.3354)ug, both consistent with earlier resufts.Hodges
and co-worker¥ extended their study of Yi,0; and
found an abrupt change in the fluctuation rate of thé*Yb 2
spin at 0.24 K but not a frozen ground state as expected fron
the earlier studie&: Using muon spin relaxation and Méss- ¢
bauer spectroscopies, they concluded that th& ¥pin fluc-
tuations slow down by more than three orders of magnitude FIG. 1. The two-metal-ion sublattice that runs through the oxide
to several megahertz, without freezing completely. This wagyrochlores. In YBTi,O5, only the YIB* has a magnetic moment.
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1.0 LT AL IR L Nis’ B RN G PR (1 K) and below(0.18 K) the transition temperature seen by
I _ S 700 IS other technique$-1415These measurements show that the
A WhalieQ, = LE 17 signal relaxes before the NSE time window, that is within the
—osl @=02A" 2 F 4]  first4 ps. The two curves are within error of each other and
- €300 b 1P g all data points are within two sigma of zefcompletely re-
o 04l 00 01 02 C_>1-3 0.4 05 | laxed. This result is surprising since single-crystal diffrac-
7z | Q@A) i tion studie$® suggest YBTi,O; is an ordered ferromagnet
@ ool + Al below 240 mK. A polycrystalline ferromagnet will generally
s $ $ ét; . depolarize the neutron beam when the internal domains are
0.0 $ ° % * * — formed. However, thexyz polarization analysis confirmed
- 1 the beam remained polarized throughout the experiment.
_062001 e "'(')"01 o ””(;I1 S 1' e "";O Therefo_re3 a Ion_g-range_—ordered ferromagnetic phase below
: : Time ) 0.24 K is inconsistent with the data presented here.

In an attempt to reconcile our results and those of the

FIG. 2. (Color onling The normalized intermediate scattering Single-crystal experimert, we have attempted to estimate
function from YbTi,O;. Squares and circles are aboiiek) and  the internal field and domain size. We have measured the
below (180 mK) the 0.24 K transition, respectively. Open symbols polarization of the neutron beam transmitted by the sample
use the shortened set(gee text The signal completely relaxes in and found that the change is less than 2% when going
the first 4 ps. This is indicative of fast spin dynamics in a systemthrough the transitior{conservative estimatelf P, is the
not unlike a paramagnet. The inset shows @hdependence of the incident beam polarization, then
magnetic scattering as determined fragz polarization analysis at
180 mK. P p{ 1<yB)2 L} L

Po ex 2\ v Rak | @)

Polycrystalline YRTi,O; was prepared by firing stoichio-
metric amounts of Y§O; and TiO, at 1350°C for several wherey/27=-2916.4 Hz/G is the gyromagnetic ratio of the
days. The phase purity, room-temperature lattice parametemneutron,B is the magnitude of the involved internal fields,
and crystal structure of the samples were confirmed by x-rajs the neutron velocityR, is the typical size of the magnetic
diffraction. Static magnetization results are consistent, as argdomain, andL is the sample thickneg8.with A\=6 A and
the structural parameters, with those published earlier. FoP/P,>0.98, we get an estimate 8R;<650 G um. As-
the neutron scattering experiments, the sample was placed guming a g ordered moment, we estimate an unphysically
a copper can and mounted on a dilution refrigerator for coolsmall correlation length of 2 A. On the other hand, if we
ing down to 90 mK. Polarized neutron diffraction was per-assume a domain size ofdm, which is not unreasonable
formed on BT-2 with 13.7 meV neutrons and a small guideconsidering the resolution-limited Bragg scattering seen by
field (5 G) perpendicular to the scattering plane to maintainYasui et all® the internal field is no more than 25 G or
the beam polarization. The neutron spin-echo experimer®.0lug. The equation above applies to neutron depolariza-
was performed with an incident neutron beam of mean wavetion due tostaticdomains, but would also hold for correlated
length,A\=6.0 A and a 15% spread. The beam polarization‘units” fluctuating at 1 MHz(as suggested in Ref. L4ince
was maintained by a 1 G field. NSE data were taken in thehis will appear static to a neutron traveling auin/ns.
|Q| range between 0.1 and 0.4 %A This range in reciprocal Polarized neutron diffraction was performed at higher
space probes both short- and intermediate-range correlatior|Q|’s to investigate the scattering around Bragg peaks. Neu-
Xyz polarization analysis was performed for each individualtrons with an incident energy of 13.7 meV were used and the
echo scan, at the san@|, in order to relate the echo ampli- spectrometer was in a double-axis configuration with a 60-
tude to the elastic magnetic-scattering intensity. This analysimin collimation before and after the sample. This data
separates magnetic scattering from coherent nuclear and igshown in Fig. 3 confirms that YBTi,O; does not depolar-
coherent spin and isotope scattering contributions that makiee the neutron beam and the presence of extra Bragg scat-
up the total signal. A detailed description of magnetic spintering at the(111) reciprocal lattice position. This Bragg
echo is provided in Refs. 16 and 17. The echo measuremestattering is clearly seen in the spin-flip channel, which con-
itself is only sensitive to magnetic scattering. The workingclusively identifies it as magnetic scattering. This is a very
dynamical range of the NSE spectrometer was extended bymall amount of extra scattering and would be easily missed
an order of magnitude towards lower correlation times byin an unpolarized powder experime@s in Ref. 14, but it
using a setup with shorter distance betweensth2 flippers, was seen by Yasuét al. because in their experiment the
thus reducing the number of neutron spin precessions. scattering was not powder averaged. We did not observe

In agreement with Hodgé$,our results confirm that the spin-flip scattering at other Bragg positions, probably as a
magnetic structure facto§Q), at low |Q|, increases ag)|  result of the powder averaging. The amount of magnetic
decreases. This is consistent with dominant ferromagnetiscattering at th¢l1l) is consistent with the amount of mag-
interactions(see inset of Fig. Rand it is temperature inde- netic scattering seen by Yaseii al. However, since we only
pendent above 0.18 K. observe one peak, we cannot calculate a structure factor

The normalized intermediate scattering function,(knowing the ferromagnetic structure proposed earlier is
S(Q,1)/S(Q,0) at |Q|=0.2 A%, is shown in Fig. 2 above wrong) and a magnetic moment. With this data, however, we
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a different|Q|. The majority of the Yb spin system remains
dynamic below 240 mK with short-ranged ferromagnetic
correlations.

This is consistent with the diffraction data by Hodgss
al., which implies a short-ranged correlation length of 20 A
(Fig. 1 in Ref. 14, but is inconsistent with their observed
spin fluctuation rate of~1 MHz. Using Eq.(1) and a corre-
lation length of 20 A, this frequency yields a very low upper
limit for the fluctuating fields (~1 G). With a spin-
fluctuation rate of the order of 1 GHz, inferred from NSE,
26 (deg) the sample would not be in the static limit, i.e., the internal
fields could be larger without causing the neutrons to depo-
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FIG. 3. Spin-flip(open circlesand non-spin-fligclosed circles

) o . larize.
scattering at th¢111) Bragg position. Above 240 mK there is only . ..
a small amount feed through due to incomplete polarization. At "€ S(Q,1)/S(Q,0) observed here is very similar to that

90 mK, a peak is clearly seen in the spin-flip data. measured in the cooperative pﬁramagnazﬁﬂﬁjrlg'ﬂ’zz

_ _ NSE data from YbTi,0; and ThTi,O; (above 600 mKare
can confirm the long-range nature of the correlations angypical of spin relaxation normally observed in a paramagnet,
discard the small domain scenario described above. where the system is too dynamic for this technique and un-

Sorrelated spins completely relax the signal. To summarize
First, a small fraction of the Yb spin system develops into a . . . - '
long-range,g=0 structure. This component cannot be ferro- 04" studies on polycrystalline ¥Wi,O; conclusively show

magnetic from the absence of depolarization, but it could b&iS Pyrochlore does not enter feozen magnetic state at
an antiferromagnetic structure or a more complicated struc240 MK. The data is also inconsistent with large ferromag-
ture. Unf(n'tunate'y’ without more da(preferab'y po'arized netic domains. In faCt, on the NSE time Scales, the SyStem IS
single-crystal worka magnetic structure cannot be proposeddynamic above 180 mK.
here. The data presented here will hopefully motivate others ) ,
to perform such an experiment. The remaining spin system is e would like to thank K. O'Donovan, G. Granroth, and
dynamic and it is this component that causes the NSE té S. Wills for fruitful discussions. Work at Brookhaven Na-
relax at all temperatures studied. Another possible explandional Laboratory is supported by the U.S. Department of
tion is that the small amount of spin-flip scattering observecEnergy under Contract No. DE-AC02-98CH10886. This
in the diffraction experiment was due to the ordering of thework was also supported by the Spallation Neutron Source
nuclear spins. Such ordering would perturb the electroni®roject(SNS), which is managed by UT-Battelle, LLC, un-
spins and might result in the transition seen by muon ander Contract No. DE-AC05-000R22725 for the U.S. Depart-
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